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(57) ABSTRACT

An antifouling article characterized by having a cured con-
densed coating film of a perfluoropolyether group-containing
silane represented by general formula [1] on the surface of a
substrate and by having a fluorine concentration of the cured
condensed coating film of 0.2-2.0 pg/cm?.
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